OFDA 2000 REPORT : SORTED BY EID
Certified Alpaca Testing - 2023 (378Records)

i EID : 45400
EarTag : Carla
17- Carla Micron : 17.8 mic
SD: 4.2mic
FD 1 7'8 CVD: 23.7%
45 SD 4.2 CEM: 8.4 mic

<15: 23.9%

CcvV 23.7 CF: 99.7%
= CF 99'7 Staple L?; :J;g m:;
CURVE 45.5[38] Min Mic : 17.3 mic

141 Max Mic : 19.1 mic
Finest Point From Tip : 70.0 mm
Fibre Ends : 0 mic
13- SD Along :  0.60 mic
CRV: 45.5 Dg/mm
SDC : 37.9 Dg/mm
124 LotDest : Ultrafine
Notes : Bucher
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OFDA 2000 REPORT : SORTED BY EID
Certified Alpaca Testing - 2023 (378Records)

23.14 EID : 45400
o EarTag : Carla
' Micron : 17.8 mic
22.5- SD: 4.2 mic
CVD: 23.7%
22.21 CEM: 8.4 mic
21.9- <15: 23.9%
CF: 99.7 %
21.61 SF: 17.7 mic
) Staple Len : 95.0 mm
Min Mic : 17.3 mic
21.0- Max Mic : 19.1 mic
2071 Finest Point From Tip : 70.0 mm
' Fibre Ends : 0 mic
20.4- SD Along : 0.60 mic
CRV: 455 Dg/mm
204 SDC: 37.9 Dg/mm
198 LotDest : Ultrafine
Notes : Bucher
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